
Technical Tip 

 

The Use of Flexibilizers and Plasticizers 

Flexibilizers such as Cardolite-513 and DER 736 helps embedding resins gain its stabilization under the 
electron beam. Plasticizers, such as DPB, prevents excessive brittleness and improves sectioning 
properties 

 


